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Bulk Asbestos Fibers Analysis

#102083

By Polarized Light Microscopy

Client: Paul W Jackson & Associates, Inc.
Address: 1804 Beach Drive SW
Seattle, WA 98116
Attention: Mr. Faul Jackson
Project Location: Rainier Brewery

Batch #: 2410320.00

Cliant Project #:2004.723

Samples Received: 9
Samples Analyzed: §

Method: EPA/600R-93/116

LabID : 24067220  Cllent Sample #: 72308
Location: Rainier Brewery
Layer 1 of 2 Description: White soft material
Non-Fibrous Materials;
Binder/Fiiler
Layer 2 of 2 Description; Yellow mastic
Non-Fibrous Materials:
Mastie/bindar

Other Fibrous Materiale: %
Noné Detected ND

Other Fibrous Materials:%
Cellulogse 4%

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

LabID: 24057230  Cllent Sample #: 72307
Location: Rainier Brewery
Layer 1 of 3 Description: Gray mastic

Non-Fibrous Materials:
Mastic/binder

Layer 2 of 3 Description: Tan tile

Other Fibrous Materigls: %
Cellulose 3%

Agbastos Type: %
None Detected ND

Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type:-%..
Vinyl/binder Celluiose 1% Chrysctile \2% -
Layer 3 of 3 Deacription: Black mastic
Non-Fibrous Materials: Cther Fibrous Materials:% Agbestos Type: %
_ - Mastic/binder Celiuiose 5% None Dstscted ND
Lab 1D : 24057231 Cllent S8ample #: 72308
Locatlon: Reinier Brewery
Layer 1 of 3 Description: Gray mastic
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %

Mestic/binder
Leyer 2 of 3 Rescription: Tan tile
Non-Fibrous Materials:

Vinylbinder

Layer § of 3 Description: Black mastic
Non-Fibrous Materials:
Mastic/binder

Cellulose 3%

Other Fibrous Materials:%
Celluivge 1%

Other Fibrous Materiais: %
Cellulose 2%

Nons Detected ND
Asbestos Type: %,
Chrysotile _é%/

Asbestos Type: %
None Detected ND

Lab 1D : 24067266  Client Sample #: 72308

Analyzed by: Wel Long Tai

\.

[Samplod by: Client

Date Analyzed: 07/22/2004

DRAFT

Note: If sampies are ot harmoganeous, than subsampleas of the componants were analyzed saparately. All bulic Bamples ere analyzed using EPA B00R-0Y/118

Methad with the following measurement uncantainties for the reparted % Asbestos (1 %eD-3%, 5%=1-0%, 10%=5-15%, 20%+=10-30%, 50%=40-80%). This
report rsiates only to the iterns tested. if sampia was not ooliscted by NVL personnel, than the accuracy of the resuits |s limitad oy the methodology and acutty
of tha aampie collectar. This report ahall not he reproduced except in fuil, without writtern approval of NVL Labaratorles, Inc. It shall not be used o claim

product andorsament by NVLAP o gny ather agency of the US Govemmant
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'?710?’ &uz&m A1VOeO N.. %aaﬂ?davgﬁéfsgog #102083
1 208.547.0100, . 834.193 H 1
: W vlizbs. com Bulk Asbestos Fibers Analysis

By Polarized Light Microscopy

Cilent: Paul W. Jackson & Assnciates, Inc. Batch #: 2410320.00

Address: 3804 Boach Drive SW Client Project #:2004-723
Seattle, WA 98116 Sampies Recsived: 9

Attention: Mr. Paul Jackaon Samples Analyzed: 9
Project Location. Rainier Brewsry Method: EPA/800R-93/%18

Layer 1 of 1 Description: Brown mastic
Non-Fibrous Materials: Other Fibrous Materlals. % Asbestos Type: %
Mastic/binder Collulose 2% None Detected ND

Samipled by: Ciient —1
Analyzed by: Wel Long Tal Date Anslyzed: 07/29/2004 DRAFT

)

‘ote: H sanicies am ot hamogennous, then subsumpies of the sorpanents wene analyzed saparstely, All bulk semplas are analyzed using EPA 800/R.8Y11E
r\mo‘; with the !a:ﬁowln mgsamemom unaerninunz for the ro;onpe% % Aubostos | 1%@0-3%, 5%-1-?1 0%, 10%m8-15%, 20%=10-30%, 60%n4)-80%). This
ruport rolates ony o the (tams weated. If sampls was not coilectad by NVL parsonnet, than the accurscy cf the rasults 's limited by the mathocolegy and aculty
of the sample coliector. This repont shall nat be reproduced except In Kill, without vrittan approval of NVL. Laborarias, 1ac. It shall not be Lsed to ciaim
produtt endorsament oy NVLAP or any other agency of the US Govamment.
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